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1 Modification to Clause 2, Normative references 

Add "EN 12390-7, Testing hardened concrete — Part 7: Density of hardened concrete". 

2 Modification to 7.2, Measurements 

Replace "EN 12390-5" with "EN 12390-7" in the second to last sentence. 

3 Modification to Bibliography 

Delete "[1] EN 12390-7, Testing hardened concrete — Part 7: Density of hardened concrete" since this 
reference has been moved to the normative references, Clause 2. Renumber the following references. 
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