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TECHNICAL CORRIGENDUM 1

Spécification géométrique des produits (GPS) — État de surface: Méthode du profil — Règles et procédures pour
l’évaluation de l’état de surface

RECTIFICATIF TECHNIQUE 1

Technical Corrigendum 1 to International Standard ISO 4288:1996 was prepared by Technical Committee
ISO/TC 213, Dimensional and geometrical product specifications and verification.
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Clause 2

Replace “ISO 4287:1996” with “ISO 4287:1997”.
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Table 3

In the first column, change the unit of RSm from “mm” to “mm”.
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Figure B.1

Replace “Data” with “Datums”.


