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Textiles — Tests for colour fastness —
Part E13:
Colour fastness to acid-felting: Severe

TECHNICAL CORRIGENDUM 1

Textiles — Essais de solidité des teintures —

Partie E13: Solidité des teintures au foulon acide: Essai fort

RECTIFICATIF TECHNIQUE 1

Technical Corrigendum 1 to International Standard ISO 105-E13:1994 was prepared by Technical Committee
ISO/TC 38, Textiles, Subcommittee SC 1, Tests for coloured textiles and colorants.
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Clause 4

In 4.3 for the concentration of acetic acid replace (300 g/ml) by (300 g/l).


