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TECHNICAL CORRIGENDUM 1 

Systèmes de canalisations en matières plastiques pour les applications industrielles — Acrylonitrile-butadiène-
styrène (ABS), poly(chlorure de vinyle) non plastifié (PVC-U) et poly(chlorure de vinyle) chloré (PVC-C) —
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RECTIFICATIF TECHNIQUE 1 

Technical Corrigendum 1 to ISO 15493:2003 was prepared by Technical Committee ISO/TC 138, Plastics 
pipes, fittings and valves for the transport of fluids, Subcommittee SC 3, Plastics pipes and fittings for industrial 
applications. 

                               

Page 45, Table B.12 

In the lower half of the table (hydrostatic strength at 60 °C), correct the test parameter given in column 4 for 
hydrostatic (hoop) stress from 6,1 MPa to 5,8 MPa. 

 

 


