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Textiles — Measurement of water vapour permeability of textiles 
for the purpose of quality control 

TECHNICAL CORRIGENDUM 1 

Textiles — Mesurage de la perméabilité à la vapeur d'eau des textiles dans le but du contrôle qualité 

RECTIFICATIF TECHNIQUE 1 

Technical Corrigendum 1 to ISO 15496:2004 was prepared by Technical Committee ISO/TC 38, Textiles, 
Subcommittee SC 2, Cleansing, finishing and water resistance tests. 

                               

Page 4, Clause 8 

Replace Equation (3) with the following equation: 
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Page 9, Annex B 
 
Replace the first equation with the following equation: 
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