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Endorsement notice 

The text of ISO 10548:2002/Cor.1:2008 has been approved by CEN as a European Corrigendum without any 
modification. 
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Carbon fibre — Determination of size content 

TECHNICAL CORRIGENDUM 1 

Fibres de carbone — Détermination du taux d'ensimage 

RECTIFICATIF TECHNIQUE 1 

Technical Corrigendum 1 to ISO 10548:2002 was prepared by Technical Committee ISO/TC 61, Plastics, 
Subcommittee SC 13, Composites and reinforcement fibres. 

                               

Page 1, Clause 2 

Delete the reference to ISO 1886, leaving the clause empty (in order to avoid renumbering all subsequent 
clauses). 

Page 2, Clause 5 

Delete the second paragraph which states: “If the determination is carried out for the purpose of lot 
acceptance, the lot received shall be sampled in accordance with ISO 1886.” (ISO 1886 has been withdrawn 
without replacement.) 

 


