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EESTI STANDARDI EESSÕNA   NATIONAL FOREWORD 

Käesolev Eesti standard EVS-EN 868-8:2009 
sisaldab Euroopa standardi EN 868-8:2009 
ingliskeelset teksti. 

This Estonian standard EVS-EN 868-8:2009 
consists of the English text of the European 
standard EN 868-8:2009. 

 
Standard on kinnitatud Eesti Standardikeskuse 
31.07.2009 käskkirjaga ja jõustub sellekohase 
teate avaldamisel EVS Teatajas.  
 
 
 
Euroopa standardimisorganisatsioonide poolt 
rahvuslikele liikmetele Euroopa standardi teksti 
kättesaadavaks tegemise kuupäev on 
20.05.2009. 
 

 
This standard is ratified with the order of 
Estonian Centre for Standardisation   dated 
31.07.2009  and is endorsed with the notification 
published in the official bulletin of the Estonian 
national standardisation organisation. 
 
Date of Availability of the European standard text 
20.05.2009. 

Standard on kättesaadav Eesti 
standardiorganisatsioonist. 

The standard is available from Estonian 
standardisation organisation. 
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Standardite reprodutseerimis- ja levitamisõigus kuulub Eesti Standardikeskusele 

Andmete paljundamine, taastekitamine, kopeerimine, salvestamine elektroonilisse süsteemi või edastamine ükskõik millises vormis või 
millisel teel on keelatud ilma Eesti Standardikeskuse poolt antud kirjaliku loata. 
 
Kui Teil on küsimusi standardite autorikaitse kohta, palun võtke ühendust Eesti Standardikeskusega: 
Aru 10 Tallinn 10317 Eesti;  www.evs.ee;  Telefon: 605 5050;  E-post: info@evs.ee  
 
Right to reproduce and distribute Estonian Standards belongs to the Estonian Centre for Standardisation 
 
No part of this publication may be reproduced or utilized in any form or by any means, electronic or mechanical,  including 
photocopying, without permission in writing from Estonian Centre for Standardisation. 
 
If you have any questions about standards copyright, please contact Estonian Centre for Standardisation: 
Aru str 10 Tallinn 10317 Estonia; www.evs.ee; Phone: +372 605 5050; E-mail: info@evs.ee 
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Foreword 

This document (EN 868-8:2009) has been prepared by Technical Committee CEN/TC 102 “Sterilizers for 
medical purposes”, the secretariat of which is held by DIN. 

This European Standard shall be given the status of a national standard, either by publication of an identical 
text or by endorsement, at the latest by November 2009, and conflicting national standards shall be withdrawn 
at the latest by November 2009. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of patent 
rights. CEN [and/or CENELEC] shall not be held responsible for identifying any or all such patent rights. 

This document supersedes EN 868-8:1999. 

Annex A provides details of significant technical changes between this European Standard and the previous 
edition. 

EN 868 consists of the following parts, under the general title Packaging for terminally sterilized medical 
devices:  

 Part 2: Sterilization wrap — Requirements and test methods; 

 Part 3: Paper for use in the manufacture of paper bags (specified in EN 868-4) and in the manufacture 
of pouches and reels (specified in EN 868-5) — Requirements and test methods; 

 Part 4: Paper bags — Requirements and test methods; 

 Part 5: Sealable pouches and reels of porous materials and plastic film construction — Requirements 
and test methods; 

 Part 6: Paper for low temperature sterilization processes — Requirements and test methods; 

 Part 7: Adhesive coated paper for low temperature sterilization processes — Requirements and test 
methods; 

 Part 8: Re-usable sterilization containers for steam sterilizers conforming to EN 285 — Requirements 
and test methods; 

 Part 9: Uncoated nonwoven materials of polyolefines — Requirements and test methods; 

 Part 10: Adhesive coated nonwoven materials of polyolefines — Requirements and test methods. 

In addition, ISO/TC 198 "Sterilization of health care products" in collaboration with CEN/TC 102 "Sterilizers for 
medical purposes" has prepared the EN ISO 11607 series "Packaging for terminally sterilized medical 
devices". The EN ISO 11607 series specifies general requirements for materials, sterile barrier systems and 
packaging systems (Part 1) and validation requirements for forming, sealing and assembly processes (Part 2). 

According to the CEN/CENELEC Internal Regulations, the national standards organizations of the following 
countries are bound to implement this European Standard: Austria, Belgium, Bulgaria, Cyprus, Czech 
Republic, Denmark, Estonia, Finland, France, Germany, Greece, Hungary, Iceland, Ireland, Italy, Latvia, 
Lithuania, Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, Romania, Slovakia, Slovenia, Spain, 
Sweden, Switzerland and the United Kingdom. 
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Introduction 

The EN ISO 11607 series consists of two parts under the general title "Packaging for terminally sterilized 
medical devices". Part 1 of this series specifies general requirements and test methods for materials, 
preformed sterile barrier systems, sterile barrier systems and packaging systems that are intended to maintain 
sterility of terminally sterilized medical devices to the point of use. Part 2 of this series specifies validation 
requirements for forming, sealing and assembly processes.  

Every sterile barrier system shall fulfil the requirements of EN ISO 11607-1. 

The EN 868 series can be used to demonstrate compliance with one or more of the requirements specified in 
EN ISO 11607-1.  

During the revision of EN 868 parts 2 to 10 CEN/TC 102/WG 4 recognized Resolution CEN/BT 21/2003 
relating to the implementation of the uncertainty of measurement concept in standards. Following this 
Resolution and the corresponding guidance, CEN/TC 102/WG 4 has initiated a review of the test methods 
needed to show compliance with the requirements specified in EN 868 parts 2 to 10 with the intention that the 
information required by CEN/BT 21/2003 be available for inclusion in EN 868 parts 2 to 10 during one of their 
next revisions.  

CEN/TC 102/WG 4 also appreciates the initiatives of CEN with regard to the minimization of adverse 
environmental impacts by standards. It was agreed that this subject should be given priority during the next 
edition of the EN ISO 11607 series that is the basic reference for all parts of the EN 868 series.  
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1 Scope 

This part of EN 868 provides test methods and values for re-usable containers used as sterile barrier systems 
that are intended to maintain sterility of terminally sterilized medical devices to the point of use. These 
containers are intended to be used in steam sterilizers conforming to EN 285. 

NOTE 1 The need for a packaging material inside the container is determined by the manufactures and users.  

This part of EN 868 only introduces performance requirements and test methods that are specific to the 
products covered by this part of EN 868 but does not add nor modify the general requirements specified in 
EN ISO 11607-1. 

As such, the particular requirements in 4.2 to 4.5 can be used to demonstrate compliance with one or more 
but not all of the requirements of EN ISO 11607-1. 

NOTE 2 When it is intended to use the containers in a steam sterilizer not conforming to EN 285 the sterilization per-
formance of the container in the specific sterilization cycle to be used is validated by the user. Other attributes of the 
container are also reviewed for compatibility with the sterilizer cycle e.g. operating temperature. 

NOTE 3 When additional materials are used inside the sterile barrier system in order to ease the organization, drying 
or aseptic presentation (e.g. inner wrap, container filter, indicators, packing lists, mats, instrument organizer sets, tray 
liners or an additional envelope around the medical device) then other requirements, including the determination of the 
acceptability of these materials during validation activities, may apply.  

2 Normative references 

The following referenced documents are indispensable for the application of this document. For dated 
references, only the edition cited applies. For undated references, the latest edition of the referenced 
document (including any amendments) applies. 

EN 285:2006, Sterilization — Steam sterilizers — Large sterilizers 

EN 10088-1, Stainless steels — Part 1: List of stainless steels 

EN ISO 4017, Hexagon head screws — Product grades A and B (ISO 4017:1999) 

EN ISO 11607-1:2006, Packaging for terminally sterilized medical devices — Part 1: Requirements for 
materials, sterile barrier systems and packaging systems (ISO 11607-1:2006) 

ISO 4582, Plastics — Determination of changes in colour and variations in properties after exposure to 
daylight under glass, natural weathering or laboratory light sources 
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