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EESTI STANDARDI EESSÕNA   NATIONAL FOREWORD 

Käesolev Eesti standard EVS-EN ISO 
11339:2010 sisaldab Euroopa standardi EN 
ISO 11339:2010 ingliskeelset teksti. 

This Estonian standard EVS-EN ISO 11339:2010 
consists of the English text of the European 
standard EN ISO 11339:2010. 

 
Standard on kinnitatud Eesti Standardikeskuse 
31.10.2010 käskkirjaga ja jõustub sellekohase 
teate avaldamisel EVS Teatajas.  
 
 
 
Euroopa standardimisorganisatsioonide poolt 
rahvuslikele liikmetele Euroopa standardi teksti 
kättesaadavaks tegemise kuupäev on 
15.02.2010. 
 

 
This standard is ratified with the order of 
Estonian Centre for Standardisation   dated 
31.10.2010  and is endorsed with the notification 
published in the official bulletin of the Estonian 
national standardisation organisation. 
 
Date of Availability of the European standard text 
15.02.2010. 

Standard on kättesaadav Eesti 
standardiorganisatsioonist. 

The standard is available from Estonian 
standardisation organisation. 
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Kui Teil on küsimusi standardite autorikaitse kohta, palun võtke ühendust Eesti Standardikeskusega: 
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Right to reproduce and distribute belongs to the Estonian Centre for Standardisation 
 
No part of this publication may be reproduced or utilized in any form or by any means, electronic or mechanical,  including 
photocopying, without permission in writing from Estonian Centre for Standardisation. 
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Foreword 

This document (EN ISO 11339:2010) has been prepared by Technical Committee ISO/TC 61 "Plastics" in 
collaboration with Technical Committee CEN/TC 193 “Adhesives” the secretariat of which is held by AENOR. 

This European Standard shall be given the status of a national standard, either by publication of an identical 
text or by endorsement, at the latest by August 2010, and conflicting national standards shall be withdrawn at 
the latest by August 2010. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of patent 
rights. CEN [and/or CENELEC] shall not be held responsible for identifying any or all such patent rights. 

This document supersedes EN ISO 11339:2005. 

According to the CEN/CENELEC Internal Regulations, the national standards organizations of the following 
countries are bound to implement this European Standard: Austria, Belgium, Bulgaria, Croatia, Cyprus, Czech 
Republic, Denmark, Estonia, Finland, France, Germany, Greece, Hungary, Iceland, Ireland, Italy, Latvia, 
Lithuania, Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, Romania, Slovakia, Slovenia, Spain, 
Sweden, Switzerland and the United Kingdom. 

Endorsement notice 

The text of ISO 11339:2010 has been approved by CEN as a EN ISO 11339:2010 without any modification. 
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Adhesives — T-peel test for flexible-to-flexible bonded 
assemblies 

SAFETY STATEMENT — Persons using this document should be familiar with normal laboratory 
practice, if applicable. This document does not purport to address all of the safety problems, if any, 
associated with its use. It is the responsibility of the user to establish appropriate safety and health 
practices and to ensure compliance with any regulatory conditions. 

It is recognized that some of the materials permitted in this document may have a negative 
environmental impact. As technological advances lead to more acceptable alternatives for such 
materials, they will be eliminated to the greatest extent possible. 

At the end of the test, care should be taken to dispose of all waste in an appropriate manner in 
accordance with local regulations. 

1 Scope 

This International Standard specifies a T-peel test for the determination of the peel strength of an adhesive by 
measuring the peeling force of a T-shaped bonded assembly of two flexible adherends. This test procedure 
does not provide design information. 

NOTE This method was originally developed for use with metal adherends but other, flexible, adherends may also be 
used. 

2 Normative references 

The following referenced documents are indispensable for the application of this document. For dated 
references, only the edition cited applies. For undated references, the latest edition of the referenced 
document (including any amendments) applies. 

ISO 291, Plastics — Standard atmospheres for conditioning and testing 

ISO 10365, Adhesives — Designation of main failure patterns 

ISO 17212, Structural adhesives — Guidelines for the surface preparation of metals and plastics prior to 
adhesive bonding 

3 Terms and definitions 

For the purposes of this document, the following terms and definitions apply. 

3.1 
peel strength 
force per unit width necessary to bring an adhesive joint to the point of failure and/or maintain a specified rate 
of failure by means of a stress applied in a peeling mode 

[ISO 472:1999] 
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