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Käsitlusala: 
This International standard contains the 
specification of a cut test method and 
related calculations. The test is for use on 
materials and assemblies designed for 
protective clothing. The test addresses 
threats from sharp edges, such as knives, 
sheet metal parts, swarf, glass, bladed 
tools and castings. The test does not 
provide data on the resistance to 
penetration by pointed objects such as 
needles and thorns. 

Scope: 
This International standard contains the 
specification of a cut test method and 
related calculations. The test is for use on 
materials and assemblies designed for 
protective clothing. The test addresses 
threats from sharp edges, such as knives, 
sheet metal parts, swarf, glass, bladed 
tools and castings. The test does not 
provide data on the resistance to 
penetration by pointed objects such as 
needles and thorns. 
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This European Standard was approved by CEN on 1999-07-09.
CEN members are bound to comply with the CEN/CENELEC Internal Regulations
which stipulate the conditions for giving this European Standard the status of a
national standard without any alteration.
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and the United Kingdom.
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Foreword
International Standard
ISO 13997 : 1999 Protective clothing – Mechanical properties – Determination of resistance to cutting by

sharp objects,
which was prepared by ISO/TC 94 ‘Personal safety – Protective clothing and equipment’ of the International
Organization for Standardization, has been adopted by Technical Committee CEN/TC 162 ‘Protective clothing
including hand and arm protection and lifejackets’, the Secretariat of which is held by DIN, as a European
Standard.
This European Standard has been prepared under a mandate given to CEN by the European Commission and
the European Free Trade Association and supports essential requirements of the relevant EU Directives.
This European Standard shall be given the status of a national standard, either by publication of an identical
text or by endorsement, and conflicting national standards withdrawn, by February 2000 at the latest.
In accordance with the CEN/CENELEC Internal Regulations, the national standards organizations of the
following countries are bound to implement this European Standard:
Austria, Belgium, the Czech Republic, Denmark, Finland, France, Germany, Greece, Iceland, Ireland, Italy,
Luxembourg, the Netherlands, Norway, Portugal, Spain, Sweden, Switzerland, and the United Kingdom.

Endorsement notice
The text of the International Standard ISO 13997 : 1999 was approved by CEN as a European Standard
without any modification.
NOTE: Normative references to international publications are listed in Annex ZB (normative).
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