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Foreword 

This document (EN ISO 14910-1:2013) has been prepared by Technical Committee ISO/TC 61 "Plastics" in 
collaboration with Technical Committee CEN/TC 249 “Plastics” the secretariat of which is held by NBN. 

This European Standard shall be given the status of a national standard, either by publication of an identical 
text or by endorsement, at the latest by September 2013, and conflicting national standards shall be 
withdrawn at the latest by September 2013. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of patent 
rights. CEN [and/or CENELEC] shall not be held responsible for identifying any or all such patent rights. 

This document supersedes EN ISO 14910-1:2006. 

According to the CEN-CENELEC Internal Regulations, the national standards organizations of the following 
countries are bound to implement this European Standard: Austria, Belgium, Bulgaria, Croatia, Cyprus, Czech 
Republic, Denmark, Estonia, Finland, Former Yugoslav Republic of Macedonia, France, Germany, Greece, 
Hungary, Iceland, Ireland, Italy, Latvia, Lithuania, Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, 
Romania, Slovakia, Slovenia, Spain, Sweden, Switzerland, Turkey and the United Kingdom. 

Endorsement notice 

The text of ISO 14910-1:2013 has been approved by CEN as EN ISO 14910-1:2013 without any modification. 
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INTERNATIONAL STANDARD ISO 14910-1:2013(E)

Plastics — Thermoplastic polyester/ester and polyether/
ester elastomers for moulding and extrusion —

Part 1: 
Designation system and basis for specification

1 Scope

This part of ISO 14910 establishes a system of designation for thermoplastic polyester/ester and 
polyether/ester elastomers, which may be used as the basis for specifications.

The types of thermoplastic polyester/ester and polyether/ester elastomer are differentiated from each 
other by a classification system based on appropriate levels of the designatory properties

a) hardness;

b) melting temperature;

c) tensile/flexural modulus of elasticity;

and on information about the intended application and/or method of processing, important properties, 
additives, colour, fillers and reinforcing materials.

This part of ISO 14910 is applicable to all thermoplastic polyester/ester and polyether/ester elastomers. 
It applies to materials ready for normal use in the form of powder, granules or pellets, unmodified or 
modified by colourants, fillers or other additives.

It is not intended to imply that materials having the same designation give necessarily the same 
performance. This part of ISO 14910 does not provide engineering data, performance data or data on 
processing conditions which might be required to specify a material for a particular application and/or 
method of processing. If such additional properties are required, they shall be determined in accordance 
with the test methods specified in ISO 14910-2, if suitable.

In order to specify a thermoplastic polyester/ester or polyether/ester elastomer for a particular 
application or to ensure reproducible processing, additional requirements may be given in data block 5 
(see 3.1 and 3.6).

2 Normative references

The following referenced documents are indispensable for the application of this document. For dated 
references, only the edition cited applies. For undated references, the latest edition of the referenced 
document (including any amendments) applies.

ISO 14910-2, Plastics — Thermoplastic polyester/ester and polyether/ester elastomers for moulding and 
extrusion — Part 2: Preparation of test specimens and determination of properties

ISO 18064, Thermoplastic elastomers — Nomenclature and abbreviated terms
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