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EESTI STANDARDI EESSÕNA   NATIONAL FOREWORD 
 

Käesolev Eesti standard EVS-EN 1097-3:
sisaldab Euroopa standardi EN 1097-3:1998 
ingliskeelset teksti. 

2000 This Estonian standard EVS-EN 1097-3:2000 
consists of the English text of the European 
standard EN 1097-3:1998.  

 
Standard on kinnitatud Eesti Standardikeskuse 
15.03.2000 käskkirjaga ja jõustub sellekohase 
teate avaldamisel EVS Teatajas.  
 
 
 
Euroopa standardimisorganisatsioonide poolt 
rahvuslikele liikmetele Euroopa standardi teksti 
kättesaadavaks tegemise kuupäev on 
22.04.1998. 
 

 
This standard is ratified with the order of 
Estonian Centre for Standardisation   dated 
15.03.2000  and is endorsed with the notification 
published in the official bulletin of the Estonian 
national standardisation organisation. 
 
Date of Availability of the European standard text 
22.04.1998. 

Standard on kättesaadav Eesti 
standardiorganisatsioonist. 

The standard is available from Estonian 
standardisation organisation. 
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Ref. No. EN 1097-3 : 1998 E

Essais pour déterminer les caractéris-
tiques mécaniques et physiques des
granulats – Partie 3: Méthode pour la
détermination de la masse volumique
en vrac et de la porosité inter-
granulaire

Prüfverfahren für mechanische und
physikalische Eigenschaften von
Gesteinskörnungen – Teil 3: Bestim-
mung von Schüttdichte und Hohl-
raumgehalt

This European Standard was approved by CEN on 1998-02-25.
CEN members are bound to comply with the CEN/CENELEC Internal Regulations
which stipulate the conditions for giving this European Standard the status of a
national standard without any alteration.
Up-to-date lists and bibliographical references concerning such national
standards may be obtained on application to the Central Secretariat or to any
CEN member.
The European Standards exist in three official versions (English, French, German).
A version in any other language made by translation under the responsibility of a
CEN member into its own language and notified to the Central Secretariat has the
same status as the official versions.
CEN members are the national standards bodies of Austria, Belgium, the Czech
Republic, Denmark, Finland, France, Germany, Greece, Iceland, Ireland, Italy,
Luxembourg, the Netherlands, Norway, Portugal, Spain, Sweden, Switzerland,
and the United Kingdom.
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