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Käesolev Eesti standard EVS-EN 
1169:2001 sisaldab Euroopa standardi EN 
1169:1999 ingliskeelset teksti. 

This Estonian standard EVS-EN 
1169:2001 consists of the English text of 
the European standard EN 1169:1999. 

 
Käesolev dokument on jõustatud 
18.06.2001 ja selle kohta on avaldatud 
teade Eesti standardiorganisatsiooni 
ametlikus väljaandes. 

 
This document is endorsed on 18.06.2001 
with the notification being published in the 
official publication of the Estonian national 
standardisation organisation. 

 
Standard on kättesaadav Eesti 
standardiorganisatsioonist. 

 
The standard is available from Estonian 
standardisation organisation. 

 
 
Käsitlusala: 
This European Standard is applicable to 
glass-fibre reinforced cement products 
manufactured in factories. It defines the 
general rules for production control af 
GRC material. 
It constitutes the common "production" 
part of the control plan, for which 
guidelines are given in annex A. 
It does not specify: 
- the conformity control procedure for the 
finished products, for which reference 
should be made to the specification of 
European products Standards or, if none 
exist, to the technical requirements 
defined and agreed between the 
manufacturer and his customer; 
- the means and methods to be used to 
control the whole production process 
(moulds, curing, storage, etc.). 

Scope: 
This European Standard is applicable to 
glass-fibre reinforced cement products 
manufactured in factories. It defines the 
general rules for production control af 
GRC material. 
It constitutes the common "production" 
part of the control plan, for which 
guidelines are given in annex A. 
It does not specify: 
- the conformity control procedure for the 
finished products, for which reference 
should be made to the specification of 
European products Standards or, if none 
exist, to the technical requirements 
defined and agreed between the 
manufacturer and his customer; 
- the means and methods to be used to 
control the whole production process 
(moulds, curing, storage, etc.). 
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