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Standardite reprodutseerimis- ja levitamisõigus kuulub Eesti Standardikeskusele  

Käesolev Eesti standard EVS-EN ISO 
20645:2005 sisaldab Euroopa standardi 
EN ISO 20645:2004 ingliskeelset teksti. 

This Estonian standard EVS-EN ISO 
20645:2005 consists of the English text of 
the European standard EN ISO 
20645:2004. 

Käesolev dokument on jõustatud 
25.01.2005 ja selle kohta on avaldatud 
teade Eesti standardiorganisatsiooni 
ametlikus väljaandes. 

 
This document is endorsed on 25.01.2005 
with the notification being published in the 
official publication of the Estonian national 
standardisation organisation. 

Standard on kättesaadav Eesti 
standardiorganisatsioonist. 

 
The standard is available from Estonian 
standardisation organisation. 

Käsitlusala: 
This standard specifies a method for the 
determination the antibacterial activity of 
antimicrobial treatments applied to woven, 
knitted and other flat textiles. This method 
is applicable to testing hygienic finishes of 
hydrophilic, air-permeable materials. A 
minimum diffusion of the antimicrobial 
finish into the test agar is necessary with 
this procedure 

Scope: 
This standard specifies a method for the 
determination the antibacterial activity of 
antimicrobial treatments applied to woven, 
knitted and other flat textiles. This method 
is applicable to testing hygienic finishes of 
hydrophilic, air-permeable materials. A 
minimum diffusion of the antimicrobial 
finish into the test agar is necessary with 
this procedure 
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Võtmesõnad: definition, escapement mechanisms, inhibition tests, inspection, 
materials testing, microbiological-resistance, microbiological-resistance tests, 
microorganisms, micro-organisms, resistance, testing, tests, textile industry, textile 
testing, textiles, woven fabrics 
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Textile fabrics
Determination of antibacterial activity – Agar diffusion plate test

(ISO 20645 : 2004)

Etoffes – Contrôle de l’activité anti-
bactérienne – Essai de diffusion sur 
plaques de gélose (ISO 20645 : 2004)

Textile Flächengebilde – Prüfung der 
antibakteriellen Wirkung – Agarplat-
tendiffusionstest (ISO 20645 : 2004)

This European Standard was approved by CEN on 2004-09-02.
CEN members are bound to comply with the CEN/CENELEC Internal Regulations 
which stipulate the conditions for giving this European Standard the status of a 
national standard without any alteration.
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