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Käesolev Eesti standard EVS-EN 12385-
1:2002 sisaldab Euroopa standardi EN 
12385-1:2002 ingliskeelset teksti. 

This Estonian standard EVS-EN 12385-
1:2002 consists of the English text of the 
European standard EN 12385-1:2002. 

 
Käesolev dokument on jõustatud 
15.11.2002 ja selle kohta on avaldatud 
teade Eesti standardiorganisatsiooni 
ametlikus väljaandes. 

 
This document is endorsed on 15.11.2002 
with the notification being published in the 
official publication of the Estonian national 
standardisation organisation. 

 
Standard on kättesaadav Eesti 
standardiorganisatsioonist. 

 
The standard is available from Estonian 
standardisation organisation. 

 
 
Käsitlusala: 
This part of this European Standard 
specifies the general requirements related 
to safety for the manufacture and testing 
of steel wire ropes. It shall be used in 
conjunction with the appropriate part of 
this standard which specifies the 
additional or deviating requirements 
related to the specific rope application. 
The hazards covered by this part are 
identified in clause 4. Any additional 
hazards related to the specific rope 
application are identified in the 
appropriate part of this standard. Annex A 
gives the type testing regimes for ropes 
produced in series. Annex ZA gives the 
relationship with EU-Directives. This 
standard applies to ropes which have 
been manufactured after the date of issue 
of the standard. 

Scope: 
This part of this European Standard 
specifies the general requirements related 
to safety for the manufacture and testing 
of steel wire ropes. It shall be used in 
conjunction with the appropriate part of 
this standard which specifies the 
additional or deviating requirements 
related to the specific rope application. 
The hazards covered by this part are 
identified in clause 4. Any additional 
hazards related to the specific rope 
application are identified in the 
appropriate part of this standard. Annex A 
gives the type testing regimes for ropes 
produced in series. Annex ZA gives the 
relationship with EU-Directives. This 
standard applies to ropes which have 
been manufactured after the date of issue 
of the standard. 
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