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Käesolev Eesti standard EVS-EN 
12664:2001 sisaldab Euroopa standardi 
EN 12664:2001 ingliskeelset teksti. 

This Estonian standard EVS-EN 
12664:2001 consists of the English text of 
the European standard EN 12664:2001. 

 
Käesolev dokument on jõustatud 
18.06.2001 ja selle kohta on avaldatud 
teade Eesti standardiorganisatsiooni 
ametlikus väljaandes. 

 
This document is endorsed on 18.06.2001 
with the notification being published in the 
official publication of the Estonian national 
standardisation organisation. 

 
Standard on kättesaadav Eesti 
standardiorganisatsioonist. 

 
The standard is available from Estonian 
standardisation organisation. 

 
 
Käsitlusala: 
This standard specifies principles and 
testing procedures for determining, by 
means of the guarded hot plate or heat 
flow meter methods, the thermal 
resistance of test specimens either in the 
dry state or 
conditioned to equilibrium with moist air, 
having a thermal resistance of not less 
than 0,1 m2. K/W and a (hygro)thermal 
transmissivity or thermal conductivity up 
to 2,0 W/(m²K). 

Scope: 
This standard specifies principles and 
testing procedures for determining, by 
means of the guarded hot plate or heat 
flow meter methods, the thermal 
resistance of test specimens either in the 
dry state or 
conditioned to equilibrium with moist air, 
having a thermal resistance of not less 
than 0,1 m2. K/W and a (hygro)thermal 
transmissivity or thermal conductivity up 
to 2,0 W/(m²K). 

 

ICS 91.100.01, 91.120.10 

Võtmesõnad: calorimeters, common areas, plate apparatus, test equipment, testing, 
tests, thermal conductivity, thermal protection, thermal resistance, thermal 
transmission coefficient, thermal transmittance, thermodynamic properti, 
thermodynamic properties, transmittance 
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Wärmetechnisches Verhalten von
Baustoffen und Bauprodukten –
Bestimmung des Wärmedurchlass-
widerstandes nach dem Verfahren mit
dem Plattengerät und dem Wärme-
strommessplatten-Gerät – Trockene
und feuchte Produkte mit mittlerem
und niedrigem Wärmedurchlasswider-
stand

This European Standard was approved by CEN on 2000-06-25.
CEN members are bound to comply with the CEN/CENELEC Internal Regulations
which stipulate the conditions for giving this European Standard the status of a
national standard without any alteration.
Up-to-date lists and bibliographical references concerning such national stand-
ards may be obtained on application to the Management Centre or to any
CEN member.
The European Standards exist in three official versions (English, French, German).
A version in any other language made by translation under the responsibility of a
CEN member into its own language and notified to the Management Centre has
the same status as the official versions.
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