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Käesolev Eesti standard EVS-EN 13002-
2:2001 sisaldab Euroopa standardi EN 
13002-2:1999 ingliskeelset teksti. 

This Estonian standard EVS-EN 13002-
2:2001 consists of the English text of the 
European standard EN 13002-2:1999. 

 
Käesolev dokument on jõustatud 
18.06.2001 ja selle kohta on avaldatud 
teade Eesti standardiorganisatsiooni 
ametlikus väljaandes. 

 
This document is endorsed on 18.06.2001 
with the notification being published in the 
official publication of the Estonian national 
standardisation organisation. 

 
Standard on kättesaadav Eesti 
standardiorganisatsioonist. 

 
The standard is available from Estonian 
standardisation organisation. 

 
 
Käsitlusala: 
This standard is applicable to high-
performance, high modulus carbon fibre 
filament yarns as defined in mateterial 
standards. The carbon fibre filament yarns 
are used for manufacturing semi-finished 
products and for reinforcing metallic, 
plastic and ceramic parts. 

Scope: 
This standard is applicable to high-
performance, high modulus carbon fibre 
filament yarns as defined in mateterial 
standards. The carbon fibre filament yarns 
are used for manufacturing semi-finished 
products and for reinforcing metallic, 
plastic and ceramic parts. 
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EN ISO 1886, Reinforcement fibres Sampling plans applicable to received batches (ISO 1886 : 1990)

EN ISO 1889, Reinforcement yarns Determination of linear density (ISO 1889 : 1997)

EN ISO 1890, Reinforcement yarns – Determination of twist (ISO 1890 : 1997)

EN ISO 10548, Determination of size content of carbon fibre (ISO 10548 : 1994)
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