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Foreword 

This document (EN 1372:2015) has been prepared by Technical Committee CEN/TC 193 “Adhesives”, the 
secretariat of which is held by AENOR. 

This European Standard shall be given the status of a national standard, either by publication of an identical 
text or by endorsement, at the latest by October 2015 and conflicting national standards shall be withdrawn at 
the latest by October 2015. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of patent 
rights. CEN [and/or CENELEC] shall not be held responsible for identifying any or all such patent rights. 

This document supersedes EN 1372:1999. 

The main changes in respect to EN 1372:1999 are the addition of a plywood substrate and the change of the 
roller dimensions. 

SAFETY PRECAUTIONS — Persons using this document should be familiar with the normal laboratory 
practice, if applicable. This document does not purport to address all of the safety problems, if any, 
associated with its use. It is the responsibility of the user to establish appropriate safety and health 
practices and to ensure compliance with any regulatory conditions. 

According to the CEN-CENELEC Internal Regulations, the national standards organizations of the following 
countries are bound to implement this European Standard: Austria, Belgium, Bulgaria, Croatia, Cyprus, Czech 
Republic, Denmark, Estonia, Finland, Former Yugoslav Republic of Macedonia, France, Germany, Greece, 
Hungary, Iceland, Ireland, Italy, Latvia, Lithuania, Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, 
Romania, Slovakia, Slovenia, Spain, Sweden, Switzerland, Turkey and the United Kingdom. 
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1 Scope 

This European Standard specifies a test method to measure the adhesion of a resilient or textile floor covering 
or wall covering bonded to a given substrate under peel forces. The term “wall covering” does not include any 
type of wallpaper. 

2 Normative references 

The following documents, in whole or in part, are normatively referenced in this document and are 
indispensable for its application. For dated references, only the edition cited applies. For undated references, 
the latest edition of the referenced document (including any amendments) applies. 

EN 923:2005+A1:2008, Adhesives - Terms and definitions 

EN 1067, Adhesives - Examination and preparation of samples for testing 

EN ISO 7500-1, Metallic materials - Verification of static uniaxial testing machines - Part 1: 
Tension/compression testing machines - Verification and calibration of the force-measuring system 
(ISO 7500-1) 

EN ISO 9142, Adhesives - Guide to the selection of standard laboratory ageing conditions for testing bonded 
joints (ISO 9142) 

EN ISO 10365, Adhesives - Designation of main failure patterns (ISO 10365) 

EN ISO 15605, Adhesives - Sampling (ISO 15605) 

ISO 554, Standard atmospheres for conditioning and/or testing - Specifications 

ISO 3205, Preferred test temperatures 

3 Terms and definitions 

For the purposes of this document, the terms and definitions given in EN 923:2005+A1:2008 and the following 
apply. 

3.1 
covering 
flexible resilient or textile floor covering or wall covering 

3.2 
adhesive for coverings 
adhesive which is intended to produce firm and durable bonds between coverings and various substrates 

4 Principle 

The adhesion is determined by measuring the resistance to peeling under specified conditions before and 
after storing the bonds at 23 °C/50 °C under specified conditions. 
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