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Foreword 

The text of ISO 17658:2002 has been prepared by Technical Committee ISO/TC 44 “Welding and allied 
processes” of the International Organization for Standardization (ISO) and has been taken over as EN ISO 
17658:2015 by Technical Committee CEN/TC 121 “Welding and allied processes” the secretariat of which is 
held by DIN. 

This European Standard shall be given the status of a national standard, either by publication of an identical 
text or by endorsement, at the latest by October 2015, and conflicting national standards shall be withdrawn at 
the latest by October 2015. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of patent 
rights. CEN [and/or CENELEC] shall not be held responsible for identifying any or all such patent rights. 

This document supersedes EN 12584:1999. 

According to the CEN-CENELEC Internal Regulations, the national standards organizations of the following 
countries are bound to implement this European Standard: Austria, Belgium, Bulgaria, Croatia, Cyprus, Czech 
Republic, Denmark, Estonia, Finland, Former Yugoslav Republic of Macedonia, France, Germany, Greece, 
Hungary, Iceland, Ireland, Italy, Latvia, Lithuania, Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, 
Romania, Slovakia, Slovenia, Spain, Sweden, Switzerland, Turkey and the United Kingdom. 

Endorsement notice 

The text of ISO 17658:2002 has been approved by CEN as EN ISO 17658:2015 without any modification. 
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Welding — Imperfections in 
oxyfuel flame cuts, laser beam 
cuts and plasma cuts — 
Terminology 

 Soudage — Défauts des 
coupes exécutées par 
oxycoupage, coupage laser et 
coupage plasma — 
Terminologie 

1 Scope  1 Domaine d'application 

This international Standard defines terms of the pos-
sible imperfections in oxyfuel gas, laser beam and
plasma cuts in metallic materials which are collected
and grouped. Imperfections are irregularities or devia-
tions from the specified shape and location of cut.
This international Standard only includes imperfec-
tions originating directly from oxyfuel gas, laser beam
and plasma arc cutting; any adverse effects resulting
from additional external stresses or strains are not
considered. The type, shape and location of these im-
perfections are grouped together but conditions and
causes of origin are not given. 

Information concerning the evaluation and conse-
quences of the above mentioned imperfections is not
given because this depends on the specific job re-
quirements. The terms have been selected to charac-
terize the principal imperfections mentioned, however,
two or more may be found simultaneously. The group-
ing system used is not an evaluation of quality. 

 

 La présente Norme internationale définit les termes
des défauts éventuels des coupes exécutées par oxy-
coupage, coupage laser et coupage plasma de maté-
riaux métalliques qui sont réunis et groupés. On
appelle défauts des irrégularités ou des écarts par
rapport à la forme et à l’emplacement spécifiés pour
la coupe. La présente Norme internationale ne com-
prend que les défauts résultant directement du cou-
page oxy-gaz combustible, du coupage laser et du
coupage plasma; tout défaut provoqué par des
contraintes ou des sollicitations supplémentaires n’est
pas pris en considération. Le type, la forme et
l’emplacement de ces défauts sont regroupés ensem-
ble, mais les conditions et les causes de leur origine
ne sont pas données. 

Il n’est pas donné d’information concernant
l’évaluation et les conséquences des défauts men-
tionnés, ces informations dépendant des exigences
spécifiques de l’application. Les termes ont été choi-
sis de manière à caractériser les principaux défauts; il
est toutefois possible d’en rencontrer deux simulta-
nément. Le système de groupement utilisé n’est pas
une évaluation de la qualité. 
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2 Normative reference 

The following normative document contains provisions
which, through reference in this text, constitute provi-
sions of this International Standard. For dated refer-
ences, subsequent amendments to, or revisions of,
any of these publications do not apply. However, par-
ties to agreements based on this International Stan-
dard are encouraged to investigate the possibility of
applying the most recent edition of the normative
document indicated below. For undated references,
the latest edition of the normative document referred
to applies. Members of ISO and IEC maintain regis-
ters of currently valid International Standards. 

ISO 9013:—1), Thermal cutting — Classification of
thermal cuts — Geometrical product specification and
quality tolerances 

 2 Référence normative 

Le document normatif suivant contient des disposi-
tions qui, par suite de la référence qui y est faite,
constituent des dispositions valables pour la présente
Norme internationale. Pour les références datées, les
amendements ultérieurs ou les révisions de ces publi-
cations ne s'appliquent pas. Toutefois, les parties
prenantes aux accords fondés sur la présente Norme
internationale sont invitées à rechercher la possibilité
d'appliquer l'édition la plus récente du document nor-
matif indiqué ci-après. Pour les références non da-
tées, la dernière édition du document normatif en
référence s'applique. Les membres de l'ISO et de la
CEI possèdent le registre des Normes internationales
en vigueur. 

ISO 9013:—1), Coupage thermique — Classification
des coupes thermiques — Spécification géométrique
des produits et tolérances relatives à la qualité 

   

 

 

 

——————————— 
1) To be published. (Revision of ISO 9013:1992) 

 ——————————— 

1) À publier. (Révision de l'ISO 9013:1992) 
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