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European foreword 

This document (EN 14891:2017) has been prepared by Technical Committee CEN/TC 67 “Ceramic 
tiles”, the secretariat of which is held by UNI. 

This European Standard shall be given the status of a national standard, either by publication of an 
identical text or by endorsement, at the latest by August 2017, and conflicting national standards shall 
be withdrawn at the latest by December 2018. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of 
patent rights. CEN shall not be held responsible for identifying any or all such patent rights. 

This document supersedes EN 14891:2012. 

This document has been prepared under a mandate given to CEN by the European Commission and the 
European Free Trade Association, and supports basic requirements for construction works of 
Regulation No. 305/2011. 

For relationship with this Regulation, see informative Annex ZA, which is an integral part of this 
document. 

The significant technical changes between this European Standard and the previous edition are listed 
herewith: 

— Clause 3.7 replacement of the term “Fundamental” with “Basic”; 

— Clause 4, Tables 1; 

— New Clause 5; 

— New Clause 6 in accordance with CEN Guidance documents; 

— New Annex ZA (informative) in accordance with the CPR (Regulation (EU) No. 305/2011) and the 
Commission Delegated Regulations (EU) No. 568/2014 relative to the assessment and verification 
of constancy of performance. 

According to the CEN-CENELEC Internal Regulations, the national standards organisations of the 
following countries are bound to implement this European Standard: Austria, Belgium, Bulgaria, 
Croatia, Cyprus, Czech Republic, Denmark, Estonia, Finland, Former Yugoslav Republic of Macedonia, 
France, Germany, Greece, Hungary, Iceland, Ireland, Italy, Latvia, Lithuania, Luxembourg, Malta, 
Netherlands, Norway, Poland, Portugal, Romania, Serbia, Slovakia, Slovenia, Spain, Sweden, Switzerland, 
Turkey and the United Kingdom. 
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1 Scope 

This European Standard applies to all liquid-applied water impermeable products, based on polymer 
modified cementitious mortars, dispersions and reaction resin coatings, used beneath ceramic tiling, for 
external tile installations on walls and floors and in swimming pools. 

This European Standard gives the terminology concerning the products and specifies the test methods 
and the values of performance requirements for liquid-applied water impermeable products associated 
with tile adhesives. 

This European Standard specifies the assessment and verification of constancy of performance, and the 
classification and marking of liquid-applied water impermeable products beneath ceramic tiling. 

This European Standard does not contain recommendations for the design and installation of ceramic 
tiles and grouts in combination with water impermeable products. 
NOTE Liquid-applied water impermeable products may also be used beneath other types of tiles (natural and 
agglomerated stones, etc.), where they do not adversely affect these materials. 

2 Normative references 

The following documents, in whole or in part, are normatively referenced in this document and are 
indispensable for its application. For dated references, only the edition cited applies. For undated 
references, the latest edition of the referenced document (including any amendments) applies. 

EN 196-1:2016, Methods of testing cement - Part 1: Determination of strength 

EN 197-1:2011, Cement - Part 1: Composition, specifications and conformity criteria for common cements 

EN 480-1:2014, Admixtures for concrete, mortar and grout - Test methods - Part 1: Reference concrete 
and reference mortar for testing 

EN 1008, Mixing water for concrete - Specification for sampling, testing and assessing the suitability of 
water, including water recovered from processes in the concrete industry, as mixing water for concrete 

EN 1067, Adhesives - Examination and preparation of samples for testing 

prEN 12004-1:2014, Adhesives for tiles — Part 1: Requirements, evaluation of conformity, classification 
and designation 

EN 12004-2:2016, Adhesives for tiles — Part 2: Test methods 

EN 12390-2, Testing hardened concrete - Part 2: Making and curing specimens for strength tests 

EN 12620:2002+A1:2008, Aggregates for concrete 

EN 14411:2016, Ceramic tiles — Definitions, classification, characteristics, evaluation of conformity and 
marking 

EN ISO 15605, Adhesives - Sampling (ISO 15605) 
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