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Foreword 

This document (EN ISO 683-17:2014) has been prepared by Technical Committee ISO/TC 17 “Steel” in 
collaboration with Technical Committee ECISS/TC 105 “Steels for heat treatment, alloy steels, free-cutting 
steels and stainless steels” the secretariat of which is held by DIN. 

This European Standard shall be given the status of a national standard, either by publication of an identical 
text or by endorsement, at the latest by April 2015, and conflicting national standards shall be withdrawn at the 
latest by April 2015. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of patent 
rights. CEN [and/or CENELEC] shall not be held responsible for identifying any or all such patent rights. 

This document supersedes EN ISO 683-17:1999. 

According to the CEN-CENELEC Internal Regulations, the national standards organizations of the following 
countries are bound to implement this European Standard: Austria, Belgium, Bulgaria, Croatia, Cyprus, Czech 
Republic, Denmark, Estonia, Finland, Former Yugoslav Republic of Macedonia, France, Germany, Greece, 
Hungary, Iceland, Ireland, Italy, Latvia, Lithuania, Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, 
Romania, Slovakia, Slovenia, Spain, Sweden, Switzerland, Turkey and the United Kingdom. 

Endorsement notice 

The text of ISO 683-17:2014 has been approved by CEN as EN ISO 683-17:2014 without any modification. 
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INTERNATIONAL STANDARD ISO 683-17:2014(E)

Heat-treated steels, alloy steels and free-cutting steels —

Part 17: 
Ball and roller bearing steels

1 Scope

1.1 This part of ISO 683 specifies the technical delivery requirements for five groups of wrought ball 
and roller bearing steels as listed in Table 3, namely

— through-hardening bearing steels (steels with about 1 % C and 1 % to 2 % Cr),

— case-hardening bearing steels,

— induction-hardening bearing steels (unalloyed and alloyed),

— stainless bearing steels, and

— high-temperature bearing steels.

1.2 This part of ISO 683 applies to the products and heat-treatment conditions given in Table 1 and the 
surface conditions given in Table 2.

1.3 In addition to this part of ISO 683, the general technical delivery requirements of ISO 404 are 
applicable.

2 Normative references

The following documents, in whole or in part, are normatively referenced in this document and are 
indispensable for its application. For dated references, only the edition cited applies. For undated 
references, the latest edition of the referenced document (including any amendments) applies.

ISO 377, Steel and steel products — Location and preparation of samples and test pieces for mechanical 
testing

ISO 404, Steel and steel products — General technical delivery requirements

ISO 642, Steel — Hardenability test by end quenching (Jominy test)

ISO 643, Steels — Micrographic determination of the apparent grain size

ISO 3763, Wrought steels — Macroscopic methods for assessing the content of non-metallic inclusions

ISO 3887, Steels — Determination of depth of decarburization

ISO 4948-1, Steels — Classification — Part 1: Classification of steels into unalloyed and alloy steels based on 
chemical composition

ISO 4948-2, Steels — Classification — Part 2: Classification of unalloyed and alloy steels according to main 
quality classes and main property or application characteristics

ISO/TS 4949, Steel names based on letter symbols

ISO 4967, Steel — Determination of content of non-metallic inclusions — Micrographic method using 
standard diagrams
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