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European foreword 

This document (EN 1883:2018) has been prepared by Technical Committee CEN/TC 443 “Feather and 
down”, the secretariat of which is held by DIN. 

This European Standard shall be given the status of a national standard, either by publication of an 
identical text or by endorsement, at the latest by September 2018, and conflicting national standards 
shall be withdrawn at the latest by September 2018. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of 
patent rights. CEN shall not be held responsible for identifying any or all such patent rights. 

This document supersedes EN 1883:1998. 

According to the CEN-CENELEC Internal Regulations, the national standards organisations of the 
following countries are bound to implement this European Standard: Austria, Belgium, Bulgaria, 
Croatia, Cyprus, Czech Republic, Denmark, Estonia, Finland, Former Yugoslav Republic of Macedonia, 
France, Germany, Greece, Hungary, Iceland, Ireland, Italy, Latvia, Lithuania, Luxembourg, Malta, 
Netherlands, Norway, Poland, Portugal, Romania, Serbia, Slovakia, Slovenia, Spain, Sweden, Switzerland, 
Turkey and the United Kingdom. 
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1 Scope 

This European Standard specifies a method for obtaining a representative laboratory bulk sample of a 
lot of feather and down and of feather and down in a manufactured product or of a manufactured 
product. 

2 Normative references 

The following documents, in whole or in part, are normatively referenced in this document and are 
indispensable for its application. For dated references, only the edition cited applies. For undated 
references, the latest edition of the referenced document (including any amendments) applies. 

EN ISO 139, Textiles - Standard atmospheres for conditioning and testing (ISO 139) 

3 Terms and definitions 

For the purposes of this document, the following terms and definitions apply. 

3.1 
lot 
all containers of a feather material or of manufactured products of one defined type and quality 
delivered to one customer according to one consignment 

3.2 
container 
units of packaging within the consignment (a carton, a case, a bale, etc.) the identification of which is 
quoted explicitly on the dispatch note 

Note 1 to entry: Containers can or cannot contain packages. 

3.3 
package 
elementary unit (which can be unwound) within each container in the consignment 

3.4 
package sample 
elementary unit selected at random from those of the lot, regarded as representative of it and from 
which individual samples are drawn 

3.5 
individual sample 
manufactured article or portion of material drawn in order to prepare a laboratory bulk sample 

3.6 
laboratory bulk sample 
manufactured article or portion of the lot taken to be representative of the whole, and which is available 
to the laboratory 

Note 1 to entry: The size and nature of the laboratory bulk sample is sufficient to overcome adequately the 
variability of the bulk source and to facilitate ease of handling in the laboratory. 

3.7 
test specimen 
manufactured article or portion of material required to give an individual test result, and selected from 
the laboratory bulk sample 
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