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Scope:

This draft standard specifies a test
method for the evaluation of the behaviour
of footwear when subjected to domestic
washing. The evaluation is based upon
the modification of some characteristics
measured before and after washing
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Foreword

International Standard
ISO 19954 : 2002 Footwear — Test methods for whole shoe — Washability in a domestic washing machine,

which was prepared by ISO/TC 216 ‘Footwear’ of the International Organization for Standardization, has been
adopted by§Jechnical Committee CEN/TC 309 ‘Footwear’, the Secretariat of which is held by AENOR, as a
European dard.

This Europe tandard shall be given the status of a national standard, either by publication of an identical text
or by endors nt, and conflicting national standards withdrawn, by January 2004 at the latest.

In accordan ith the CEN/CENELEC Internal Regulations, the national standards organizations of the
following coun are bound to implement this European Standard:

Austria, Belgium, t ch Republic, Denmark, Finland, France, Germany, Greece, Hungary, Iceland, Ireland,
Italy, Luxembourg, , the Netherlands, Norway, Portugal, Slovakia, Spain, Sweden, Switzerland, and the
United Kingdom.

Endorsement notiQ
The text of the Internationa ard ISO 19954 : 2003 was approved by CEN as a European Standard without

any modification.
.
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1 Scope

This European Standard specifies a test method for the evaluation of the behaviour of footwear when
subjected to domestic washing. The evaluation is based upon the modification of some characteristics

m;;\red before and after washing.
This European Standard specifies a method of domestic washing adapted to all types of footwear.

7
2 Ncﬁ;ﬁative references

This Europe tandard incorporates by dated or undated references, provisions from other publications.
These norma eferences are cited at the appropriate places in the text and the publications are listed
hereafter. For daje@yeferences, subsequent amendments to or revisions of any of these publications apply to
this European Staadard only when incorporated in it by amendment or revision. For undated references the
latest edition of the oyl

ation referred to applies (including amendments).
EN 12222, Footweargndard atmospheres for conditioning and testing of footwear and components for
footwear.

EN ISO 6330, Textiles - Dom ﬂashmg and drying procedures for textile testing (ISO 6330:2000).
*
EN ISO 17708, Footwear - Test s for whole shoe - Upper sole adhesion (ISO 17708:2003).
ISO 105-A02, Textiles - Tests for colou@tness - Part A02: Grey scale for assessing change in colour.

ISO 105-A03, Textiles - Tests for colour f%s - Part A03: Grey scale for assessing staining.

)
3 Apparatus and material to be use@L
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3.1 Washing machine /®

A washing machine complying with 3.1.1 to 3.1.4. Other@gment can be used provided that it gives identical
results to the machine described in this subclause.

3.1.1 General %

The washing machine used should correspond to machine type A@iescribed in EN 1SO 6330.



