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European foreword

This document (EN ISO 4499-3:2016) has been prepared by Technical Committee ISO/TC 119 "Powder
metallurgy”.

This European Standard shall be given the status of a national standard, either by publication of an
identical text or by endorsement, at the latest by September 2016, and conflicting national standards
shall be withdrawn at the latest by September 2016.

Attention is drawn to the possibility that some of the elements of this document may be the subject of
patent rights. CEN [and/or CENELEC] shall not be held responsible for identifying any or all such patent
rights.

According to the CEN-CENELEC Internal Regulations, the national standards organizations of the
following countries are bound to implement this European Standard: Austria, Belgium, Bulgaria,
Croatia, Cyprus, Czech Republic, Denmark, Estonia, Finland, Former Yugoslav Republic of Macedonia,
France, Germany, Greece, Hungary, Iceland, Ireland, Italy, Latvia, Lithuania, Luxembourg, Malta,
Netherlands, Norway, Poland, Portugal, Romania, Slovakia, Slovenia, Spain, Sweden, Switzerland,
Turkey and the United Kingdom.

Endorsement notice

The text of IS0 4499-3:2016 has been approved by CEN as EN ISO 4499-3:2016 without any
modification.



EVS-EN ISO 4499-3:2016

Contents Page
FFOT@WOT ........oooccceeeesee stk iv
IIMETOUQUICEION........ccoce st \%
1 SCOPI ...k 1
2 Normative references
3 Terms and definitions
4 Symbols and units
5 PIAIICEPIC .....oooo o858
6 AP PATARUS etk 3
7 CALEDIARIONY ...t 4
8 Preparation Of teST SAMIPLES . ...ttt 4
8.1 MetallographiC PIrEPATAION ...t 4
8.2 Ti(C, N) based hardmetals — COIMMETS. ... 4
8.3  WC/Cubic carbide based hardmetals ... 8
9 Procedure for characterisation of SEFUCEUIES. ...
9.1 Sampling of images of structure ..................
9.1.1 General....... ) S

9.1.2 Representative selection
9.1.3  Determination of homogeneity of hard phase sizes

9.1.4  InhomOGENEOUS MALEIIALS ..o
9.2 PhaSe SIZ@ MEASUTEIMIEIIT ....oooccciii e
9.2.1  General... s
9.2.2  Phase measurement by intercepts
10 Uncertainty of measurement...................... (g W3-8 1 £ R AR R 23
11 TESTTEPOTT. ... 12228 8 A8 R R 4R R SRR SRR 23
Bibliography ... o YO 25

© 1S0 2016 - All rights reserved iii



EVS-EN ISO 4499-3:2016

Foreword

ISO (the International Organization for Standardization) is a worldwide federation of national standards
bodies (ISO member bodies). The work of preparing International Standards is normally carried out
through ISO technical committees. Each member body interested in a subject for which a technical
committee has been established has the right to be represented on that committee. International
organizations, governmental and non-governmental, in liaison with ISO, also take part in the work.
ISO collaborates closely with the International Electrotechnical Commission (IEC) on all matters of
electrotechnical standardization.

The procedures used to develop this document and those intended for its further maintenance are
described in the ISO/IEC Directives, Part 1. In particular the different approval criteria needed for the
different types of ISO documents should be noted. This document was drafted in accordance with the
editorial rules of the ISO/IEC Directives, Part 2 (see www.iso.org/directives).

Attention is drawn to the possibility that some of the elements of this document may be the subject of
patent rights. ISO shall not be held responsible for identifying any or all such patent rights. Details of
any patent rights identified during the development of the document will be in the Introduction and/or
on the ISO list of patent declarations received (see www.iso.org/patents).

Any trade name used in this document is information given for the convenience of users and does not
constitute an endorsement.

For an explanation on the meaning of ISO specific terms and expressions related to conformity
assessment, as well as information about ISO’s adherence to the WTO principles in the Technical
Barriers to Trade (TBT) see the following URL: Foreword - Supplementary information.

The committee responsible for this document is ISO/TC 119, Powder metallurgy, Subcommittee SC 4,
Sampling and testing methods for hardmetals.

ISO 4499 consists of the following parts, under the general title Hardmetals — Metallographic
determination of microstructure:

— Part 1: Photomicrographs and description
— Part 2: Measurement of WC grain size
— Part 3: Measurement of microstructural features in Ti(C,N) and WC/cubic carbide based hardmetals

— Part 4: Characterisation of porosity, carbon defects and eta-phase content

iv © ISO 2016 - All rights reserved
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Introduction

This part of ISO 4499 essentially covers the following topics:

— materials types and phases to be measured including the following:
— Ti(C, N) cermets;
— WC/Cubic carbide hardmetals;

— preparation methods to highlight differences between conventional WC/Co hardmetals and
materials containing cubic phases;

— linearanalysis techniquesto acquire sufficient statistically meaningful data for phase quantification;
— analysis method to calculate representative average values;

— reporting to comply with modern quality requirements.

© ISO 2016 - All rights reserved v
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Hardmetals — Metallographic determination of
microstructure —

Part 3:
Measurement of microstructural features in Ti (C, N) and
WC/cubic carbide based hardmetals

1 Scope

This part of ISO 4499 gives guidelines for the measurement of microstructural features in Ti(C,N)
based hardmetals and WC/Co hardmetals that contain additional cubic carbides by metallographic
techniques only using optical or electron microscopy. It is intended for sintered hardmetals (also called
cemented carbides or cermets) containing primarily inorganic carbides and nitrides as the hard phase.
It is also intended for measuring the phase size and distribution by the linear intercept technique.

2 Normative references

The following documents, in whole or in part, are normatively referenced in this document and are
indispensable for its application. For dated references, only the edition cited applies. For undated
references, the latest edition of the referenced document (including any amendments) applies.

ISO 4499-1:2008, Hardmetals — Metallographic determination of microstructure — Part 1:
Photomicrographs and description

1SO 4499-2:2008, Hardmetals — Metallographic determination of microstructure — Part 2: Measurement
of WC grain size
3 Terms and definitions

For the purposes of this document, the following terms and definitions apply.

31
nano
with carbonitride or cubic carbide phase size <0,2 pm, respectively

Note 1 to entry: Measured by the mean-linear-intercept method described in ISO 4499-2.

3.2
ultrafine
with carbonitride or cubic carbide phase size 0,2 pm to 0,5 um, respectively

Note 1 to entry: Measured by the mean-linear-intercept method described in ISO 4499-2.

3.3
submicron
with carbonitride or cubic carbide phase size 0,5 pm to 0,8 pm, respectively

Note 1 to entry: Measured by the mean-linear-intercept method described in ISO 4499-2.
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